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Shannon,
The blue plasma rope I returned to the office on October 29, came off the overboard end of the rope on the Gyre coring winch.

Before going onto the Gyre coring winch the same rope was the original layer installed on the Brooks McCall when the traction winch was put on.  It was under the layer of yellow plasma that did all the work on the Brooks McCall.

When transferring to the Gyre the rope from BMCC was turned end for end.  Thus the piece you have for testing had not seen the light of day until it was put on the Gyre on September 12.  It's working life exposed to loads, light, and the water was only about 6 weeks, from the time it was wound on the Gyre until the load test on Oct 28.
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